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Description of the sample:

Tableware marked
"Tazze caffé produzione Ancap"

Manufacturer:

Sampling details

- Where: e

- Date: e

- By whom: CUSTOMER

- How (methods): ——————mmmmemm-
Date of receipt in laboratory: 04/02/2020

TEST PERFORMED:

Lead

leaching

ASTM C738-94 (Reapproved 2016)
Standard Test Method for Lead and
Cadmium extracted from glazed ceramic
surfaces

Date of Date of
starting ending

| 10/02/20 | | 11/02/20 |

Cadmium

leaching

ASTM C738-94 (Reapproved 2016)
Standard Test Method for Lead and
Cadmium extracted from glazed ceramic
surfaces

Date of Date of
starting ending

| 10/02/20 | | 11/02/20 |

1- DESCRIPTION

White glazed ceramic cup with handle
See Photo
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2 — DATA
DIMENSIONS D1 85 mm - AREA A —-  dm?
D2 64 mm - ACETIC ACID 4% \' 70 ml
h 48 mm - NUMBER OF N° g
SAMPLES TESTED
3~ RESULT
1 2 3 4 5 6 R EEEIF
value
LEAD moll | <04 | <04 | <01 | <04 | <01 | <01 | <0.1

LEACHED:

CADMIUM mg/l <0.01 | <0.01 < 0.01 <0.01 | <0.01 | <0.01 | <0.01

LEACHED:
The analyst
Dr. lia Albertazzi
(n® A 1091 Ordine | vinciale dgi Chimi

End of report




